
 
 
 
 

Test Report   Number:  160909014SZN-003 
 

                                                                                  Page 1 of 3 

Intertek Testing Services Shenzhen Ltd. Kejiyuan Branch 
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Applicant: : Spector & Co. Date:  27 September, 2016 

  5700 Kieran Road, Montreal, 
QC, Canada, H4S2B5 

 

Attn : productcompliance@spectorandco.com 

Vendor NO : USC056 

Type of Product : AC adaptor 

Brand : SPECTECH 

Model No. of Product : T1032 

Country of Origin : China Date of Received : 09 September, 2016 

Date of test 
Conducted : 09 September, 2016~21 September, 2016 

Test Required : phthalate content. 

Sample Quantity : 5 pieces 
**************************************************************************************************************************** 

Conclusion:  

Tested samples  Standard  Result 

Tested components of 

submitted  samples 

 Applicant’s  requirement  for  phthalate  content  PASS 

     

************************************************************************************************************************** 

Remark: 
- Nil 

 
**************************************************************************************************************************** 
Authorized by: 
For Intertek Testing Services Shenzhen Ltd. 
Kejiyuan Branch 
 
 
 
 
 
 
 

 
Wisons Lin 
Team Leader 
 
**************************************************************************************************************************** 
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 2  Phthalate Content 

By solvent extraction and Gas Chromatographic-Mass Spectrometric (GC-MS) analysis. 

Test item 
Result (%) Limit 

  (1+10+11)  (2+3+4)  (5+6+9)    (%) 

Dibutyl phthalate (DBP)   <0.01  <0.01  <0.01    0.1 

Diethyl hexyl phthalate (DEHP)   <0.01  <0.01  <0.01    0.1 

Benzyl butyl phthalate (BBP)   <0.01  <0.01  <0.01    0.1 

Di-iso-decyl phthalate (DIDP)   <0.01  <0.01  <0.01    0.1 

Di-n-hexyl phthalate (DnHP)   <0.01  <0.01  <0.01    0.1 

Di-iso-nonyl phthalate (DINP)   <0.01  <0.01  0.02    0.1 

Di-n-octyl phthalate (DNOP)   <0.01  <0.01  <0.01    0.1 

 

<= less than 

 

Tested Components: See component list in the last section of this report. 

 

**************************************************************************************************************************** 
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Component List: 

 
1. Transparent green plastic (lid of green style). 
2. White plastic excluding coating (case of all styles). 
3. White plastic (feet of plug of all styles). 
4. White plastic (lid of all styles). 
5. Transparent red plastic (lid of red style). 
6. White plastic (USB connector of all styles). 
7. Silver color metal (plug of all styles). 
8. Silver color metal sheet (USB connector of all styles). 
9. Transparent plastic (lid of transparent style). 
10. Transparent black plastic (lid of black style). 
11. Transparent blue plastic (lid of blue style). 
 

 

 
 

**************************************************** The End *************************************************** 
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